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CLIENT:

* The samples that are delivered to CH. LAPPA & Co_LP — Q-TEX have been chosen with full responsibility by the client, who is obliged to
give all the necessary information and data for the samples.

TEST PERFORMED - SPECIAL ARRANGEMENTS :
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DETERMINATION OF DIMENSIONAL CHANGE IN DOMESTIC WASHING AND DRYING ,/
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FS08

DETERMINATION OF RESISTANCE TO WATER PENETRATION

¢
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AOKIMH AIAMNIZTEYMENH AMO TO EXZYA AP.MIZT 029

TEST ACCREDITED TO ESYD NUM OF CERTIFICATE

AOKIMH MH AIAMIZTEYMENH AMO TO EXYA

TEST NOT ACCREDITED TO ESYD

TO NAPON NIZTOMOIHTIKO EINAI MIAHPEZ AN ZYNOAEYETAI AMO OAEZ TIZ ZEAIAEZ MOY

UzZy

TA ATIOTEAEEMATA AGOPOYN MONO TA AOKIMAZMENA AEITMATA. TO
TMAPON ENTYTO AEN AMOTEAEI EFKPISH MPOIONTOS AMO THN

X. AATNA & EIA E.E - Q.TEX

Ol EPFASTHPIAKES SYNOHKES, H TPOETOIMAZIA TQN AOKIMON KAI O

EAEMXOZ TOYZ EINAI SYMGQNA MPOS TA ISO-105 A1, ISO-3759, 1SO-139

AMNATOPEYTETAI H EN MEPEI ANAMAPAIQIH TOY MAPONTOZ AIXQZ TH
FPAMNTH EFKPIZH THZ X. AAMMA & ZIA E.E - Q. TEX

TA MIZTOMOIHTIKA THZ X. AAMMA & ZIA E.E - Q. TEX EKAIAONTAI MONO T1A
TON MEAATH ZTON OMOIO AMEYOYNONTAI

ANADEPONTAI ANQTEPQ

THIS CERTIFICATE IS COMPLETE ONLY WHEN CONSISTING OF ALL THE AFOREMENTIONED

NUMBER OF PAGES OA 330

®0 331/1

TEST RESULTS REFER ONLY TO THE SAMPLES PROVIDED. THIS DOCUMENT
DOES NOT CONSTITUTE PRODUCT APPROVAL OF CH. LAPPA & Co_LP — Q-
TEX

LABORATORY CONDITIONING AND SPECIMEN HANDLING REFER TO ISO-105
Al, 1SO-3759, ISO-139

THIS DOCUMENT MAY NOT BE PARTIALLY REPRODUCED EXCEPT AS
EXPRESSLY AUTHORISED IN WRITTEN BY CH. LAPPA & Co_LP — Q-TEX

CH. LAPPA & Co_LP — Q-TEX CERTIFICATES ARE ISSUED FOR THE EXCLUSIVE
USE OF THE CLIENT TO WHOM THERE ARE ADDRESSED.

YTIOTPA®H TEXNIKOY YIIEY®YNOY
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FDO1
DETERMINATION OF DIMENSIONAL CHANGE IN DOMESTIC ~ ELOT EN ISO 3759:2011 PREPARATION, MARKING AND MEASUREMENTS OF FABRICS
WASHING AND DRYING SPECIMENS AND GARMENTS IN TEST FOR DETERMINATION OF DIMENSIONAL CHANGE,
ELOT EN ISO 6330:2012 DOMESTIC WASHING AND DRYING PROCEDURES OF TEXTILE
TESTING, ISO 5077:2007 TEXTILES DETERMINATION OF DIMENSIONAL CHANGE IN WASHING
AND DRYING - WASHCATOR FOAM 71 MP Lab ECE DETERGENT A, SODIUM PERBORATE
TAED,
CONDITIONING BEFORE AND AFTER WASHING: 20£2C AND 65+4%-TYPE OF WASHER:
WASHCATOR FOAM 71 MP LAB
CODE: QM223A-1
WASHING PROCEDURE: 40 C 4N - DRYING PROCEDURE: FLAT
CYCLES OF WASHING: 5 -
TYPE OF BALLASTAT: CELLULOSIC PRODUCTS: TYPE 1 - SYNTHETIC PRODUCTS AND
BLENDS: TYPE IIl
TOTAL DRY MASS OF BALLASTAT & SPECIMENS:2 Kg
DESCRIPTION RESULTS UNCERTAN Requirement Pass/Fail
TY %
WIDTH % 0% +-5% f
LENGTH % -0,5% +/-5% f
FS08
DETERMINATION OF RESISTANCE TO WATER PENETRATION ' ISO 811: TEXTILE FABRICS - DETERMINATION OF RESISTANCE TO WATER PENETRATION -
HYDROSTATIC PRESSURE TEST
CONDITIONING T=20+2C, RH=65+4%
TEMPERATURE OF WATER 27 C
RATE OF ICREASE OF WATER PRESSURE: 60cm H20
TASTED FACE OF FABRIC-AFTER 5 CYCLES WASHING ACCORDING TO ISO 6330 40C 4N
DESCRIPTION RESULTS Requirement Pass/Fail
WATER PRESSURE AFTER WASHING CYCLE(S) 1345 cm/H20 D)
TO MNAPON MIZTOMNOIHTIKO EINAI MAHPEZ AN ZYNOAEYETAI AMO OAEX TIZ ZEAIAEX NOY YTOIPAGH TEXNIKOY YIIEYOYNOY

ANADEPONTAI ANQTEPQ

THIS CERTIFICATE IS COMPLETE ONLY WHEN CONSISTING OF ALL THE AFOREMENTIONED
NUMBER OF PAGES OA 330
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OPOI XPHZEQY & MPOYMOGEZEIL IZXYOZ TQN MNIZTOMOIHTIKQN
e Ta TTIOTOTTOINTIKG €ival EUTTIOTEUTIKA Kal SV TTapadidovTal o€ TPITO HEPOG XWPIG TNV £yypapn £60UGI0d6TNON TOU TIEAGTN.
o Ta maToTTOINTIKG TrEPIAaUBAvVOUV pdvov doa aToixeia TTPOBAETTOVTaI ATTO TA OXETIKG TTPOTUTIA Kal TNV £BVIKF vopoBeaia, xwpig axoAia,
YVWHOTEUOEIG i} CUCTATEIG.
e Ta amoTeAéopaTa apopolv povo Ta dokipia Ta oTToia EAEyXOnKav Kal o€ Kapia TEPITTTwon dev atroTeEAOUV £yKpIon TTPOIGVTOG aTrd TV X.
NATMMA & ZIA E.E - Q.TEX, n otroia dev @€pel kapia euBivn yia TNV TTOIOTNTA TWV TTPOIOGVTWY TNG GEIPEG TTAPAYWYNG.
e Ta d¢eiypara (dokipia) Ta otroia pookopi¢ovtal atnv X. AAMMA & ZIA E.E - Q.TEX, éxouv emiAeyei ye amrdAuTn €uBUvn Tou TTEAGTN, O OTTOI0G
uTToXpeoUTal VO TTAPACXEl OAC TO ATTOPAITNTA OTOIXEI, TTANPOPOPIES KAl BEdOPEVA TTOU agopouv Ta deiyuaTa.
e AtrayopeUeTal pnTd n otrolodRTToTE TTapéuBacn, aAAoiwan, TPOTTOTTIOINGN 1 N £V UEPEI AVATTAPAYWYT] TOU KEIMEVOU TWV TTIIGTOTTOINTIKWY.
e To epyaoTrplo dev @Epel Kapia eubuvn yia TuxOv nuia TTou PTTOPEI va UTTOOTEI O TTEAATNG, WG ATTOTEAECHA TWV TTANPOPOPIWV TTOU TTEPIEXOVTAI
OTO TMIGTOTIOINTIKG.
o To epyaaTipIo dev EUBUVETAI YIa KOKI XPrion 1 KAKK EPUNVEIQ TWV OTTOTEAETUATWY TTOU TTEPIEXOVTAI GTO TTIOTOTTOINTIKO.
e To moToTToINTIKG XPNOIKMOTIOIEITAl YIa KABE vOUIUN Xxprion. Agv eMITPETTETAI N SNUOCIEUCN TWV TTIGTOTIOINTIKWY Yia AGyoug TTpowdnong Twv
TIWAACEWV 1] B10PNUICTIKOUG, Xwpig TNV €yypaen éykpion Tng X. AAMMA & ZIA E.E - Q. TEX.
® Y& TIEPITITWON TTOU Ba Yivel Xprian Tou TTIOTOTTOINTIKOU Yia SIKAGTIKA SIEVEEN 1 yIa OIKOVOWIKY JIEKDIKNON évavTl TPITWV 1 yIo GUPPETOXN O€
Siaywviopd TTpounBeiwv Tou eupUTEPOU Anpdaiou TopEa, O TIEAATNG TTPETTEN va TO yvwaoToTToINoEl eyypdewg otnv X. AAMMA & ZIA E.E - Q.TEX.
X avTiBeTn TEPITITWON UTTOXPEOUTAI VA OTTONUILICEI TO EPYACTAPIO Yia KABE {nuia TTou TuXOV Ba UTTOOTEL. X€ QUTEG TIG TIEPITITWOEIG TO
epyaoTrplo diaTnpei To dIKaiwpa va ¢nTRoel TTPOoBeTa aToixeia, SIEUKPIVATEIG, va TTpofei oe delypaToAnyia, va kdvel EAeyxo i Kal va apvnBei Tnv
DlevEPYEIa TV OOKIMWV.
® XTIG TTEPITITWOEIG DIEPEUVNONG TTPORANUATWY A TEXVIKWY YVWHOBOTACEWY yia TNV oUvTagn TeXVIkAg ékBeong, n X. AATMMA & ZIA E.E - Q.TEX
UTTOOTNPIETAI KATA TTEPITITWON KOl aTTd EEWTEPIKOUG OUVEPYATEG TNV EAAGDA 1) TO e§WTEPIKG. O TTEAATNG Eival UTTOXPEWMEVOG va TTaPAaxEl KEOE
TTANPOPOpPIa aTTAPAITNTN YIO TNV AVTIKEIPEVIKA KaTavonon Tou TrpoBAfuaTog. H texviki ékBean tng X. AAMMA & ZIA E.E - Q. TEX ameikovilel TNV
amown NG atrd KABapd TEXVIKA OKOTTIA KAl WG ATTOTEAECUA TWV EPYACTNPIOKWY EAEYXWV KAl UETPAOEWY TTOU £X€l KAVEl KaTd Tnv e£€Taan Tou
TpofAAuaTog, Bépatog, epwtrpaTog. H X. AAMMA & ZIA E.E - Q. TEX éxel TNV EUTTEIPI KAl TNV TEXVOYVWOia va SIOTUTTWOEI TEKUNPIWUEVN
armown i TPORAAUATOG, BEPATOG, EPWTANATOG, EPOTOV O TTEAATNG £XEl TTAPAOXEl OAa Ta aTTapaiTNTa SElypaTa Kal OTOIXEID i} TTANpOPOpiEg
OXETIKA WE TO BEua, TTou Ba {NTNBOUV aTTd TO ETTICTNHOVIKO TTPOCWTTIKG TOU EPYAOTNPIioU.

TERMS OF USE & VALIDITY PRECONDITIONS OF CERTIFICATES
e The certificates are confidential and they can not be delivered to third parties without written authorization of the client.
e The certificates include only the information that derives from the relative standards and the national legislation, without remarks, opinions or
recommendations.
e The results refer only to the specimens that were tested and in no circumstances are approval of the product by CH. LAPPA & Co_LP — Q-
TEX, which is not responsible in any case, for the quality of production-line.
e The samples that are delivered to CH. LAPPA & Co_LP — Q-TEX have been chosen with full responsibility by the client, who is obliged to give
all the necessary information and data for the samples.
e Any interference, alternation, modification or partial reproduction of the certificate’s text is forbidden.
e The laboratory is not responsible for any damage the client may suffer as a result of the information included in the certificate.
e The laboratory is not responsible for bad use nor bad interpretation of the results in the certificate.
e The certificate may be used in any legal way. The publication of the certificate is forbidden for reasons of sales promotion or advertising,
except as expressly authorized in written by CH. LAPPA & Co_LP — Q-TEX.

e In case the certificates is used for legal disputes or financial demand against third parties or participation in Public Bodies competitions, the
client is obliged to refer it in written to the laboratory, otherwise he is obliged to compensate the laboratory for any damage it may suffer. In these
cases the laboratory has the right to ask any additional information, clarification, to proceed in testing or sampling or even deny the transaction of

the tests.

e In cases of damage investigation problem or technical descript for a technical report,, CH. LAPPA & Co_LP — Q-TEX is supported
occasionally from peripherals collaborators in Greece or abroad. The client is obliged to provide any information necessary for the subjective
comprehension of the problem. The technical report of CH. LAPPA & Co_LP — Q-TEX illustrates its opinion from a technical viewpoint and as a
result of the laboratory tests and measurements that have taken place during the examination of the problem / issue / query. CH. LAPPA &
Co_LP — Q-TEX has the experience and know-how to form documentary opinion on the examination of the problem / issue / query, since the
client has provided all the necessary samples and information relatively with the subject, that will be requested by the scientific staff of the

laboratory.
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